
1 Introduction 
 
As the lightest  metal  with the unique properties  of 

energy production and storage, lithium is regarded as the 
new century energy metal. Lithium and its compounds 
were widely used in various industrial fields, especially in 
lithium battery and nuclear energy (Zhou et al., 2011; 
Bettge et al., 2012; Rahman et al., 2012; Wang et al., 2001; 
Somrani et al., 2013; Siame et al., 2011). Due to the 
recoverable solid mineral resources is decreasing and the 
exploiting cost is increasing gradually, extracting lithium 
from salt lake brine has been paid more and more attention. 
However, some salt lakes located in Qinghai Province, 
China exhibit high mass ratio of magnesium/lithium, which 
results in difficult to efficient extraction of lithium. 

In  this  paper,  an  effective  FeCl3-free  synergistic 
extraction system of triisobutyl phosphate (TIBP) as an 
ectractant, ionic liquid N-propyl-methyl piperidinium bis
[(trifluoromethyl)sulfonyl]imide as the coextractant and 
kerosene as the diluent for lithium ion from high Mg/Li 
ratio brine was established. The technological parameter 

of phase ratio (R(O/A)) and pH value on the extraction 
stage and HCl concentration and R(O/A) on the back 
extractive step were optimized systematically,  and the 
results  presented  in  Figures  1  to  4.  The  results  of 
orthogonal experiments (L9(34)) on the extraction system 
was collected in Table 1 and the results of reused of the 
organic phase for extracting lithium ion was presented in 
Figure  5.  A  comparison  of  extraction  behaviors  on 
multilevel  cross-flow  and  multistage  counter-current 
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Fig. 1. Influence of solution pH on extraction of lithium 
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Fig. 2. Influence of R(O/A) value on extraction of 
lithium 

 

Table 1 Results of orthogonal experiments. a 
No. A B C D ELi 
1 5 10 3.0 1.0 47.32  
2 5 15 5.0 1.5 64.22  
3 5 20 7.0 2.0 72.04  
4 10 10 5.0 2.0 87.56  
5 10 15 7.0 1.0 69.18  
6 10 20 3.0 1.5 79.11  
7 15 10 7.0 1.5 83.67  
8 15 15 3.0 2.0 87.33  
9 15 20 5.0 1.0 68.62  
K1 61.19 72.85 71.26 61.71  
K2 78.62 73.58 73.47 75.67  
K3 79.87 73.26 74.96 82.31  
R 18.68 0.73 3.70 20.60  

a A and B are the volume percentages of ionic liquid and kerosene in the 
total organic phase, respectively, C is pH value and D is phase ratio.
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extraction  process  for  lithium  ion  under  the  same 
conditions was showed in Figure 6. 

 
2 Conclusion 

 
In this work, ionic liquid plus triisobutyl phosphate and 

kerosene system for  lithium ion extraction from high 
concentration  of  Mg/Li  ratio  salt  lake  brine  were 
investigated. The optimal technological parameter of R(O/
A) and pH value on the extraction step and the effect of 
the HCl solution concentration and R(O/A) on the back 
extraction step were obtained successfully. The single-pass 
extraction rate of Li+ was 80.81% at the optimal extraction 
conditions, and the single-stage back extraction efficiency 
of Li+ was 83.85% with 1 mol/L HCl in 1 mol/L NaCl 
medium as stripping agent at R(O/A)=2. Almost total Li+ 
was effectively extracted out either after four level cross-
flow or four stage counter-current extraction processes, 
however, the multilevel cross-flow extraction process may 
be better than the multistage counter-current extraction 
process for lithium ion on the view of high efficiency. 
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Fig. 3. Effect of the acidity of HCl(aq) on back extraction 
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Fig. 4. Influence of R(O/A) on back extraction 
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Fig. 5. The results of reused of the organic phase 
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Fig. 6. Comparison of multilevel cross-flow and multistage 
counter-current for lithium ion extraction from the simulated 
brine 
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